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g/cm
3 ů1.80 1.97

m
2
/g Ů0.90 0.62

H2O ppm Ů500 183

D10 ɛm ů2.00 2.79

D50 ɛm 5.00± 1.50 5.01

D90 ɛm Ů15.00 9.99

Li wt% 7.40±0.20 7.37

Ni wt% 36.30±1.00 36.56

Co wt% 12.60±1.00 12.55

Mn wt% 11.30±1.00 11.25

Fe ppm Ů50 12

Cu ppm Ů20 1

Na ppm Ů400 205

Ca ppm Ů150 19

Mg ppm Ů150 30

pH / 10.80~11.60 11.18
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̂Fe+Cr+Zñ
ppb Ů100 29
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